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ULR No: TC769224000000348F

Date: 12.06.2024

NATIONAL COUNCIL FOR CEMENT AND BUILDING MATERIALS
INDEPENDENT TESTING LABORATORIES, HYDERABAD

TC-7692

TEST REPORT

Sample . Said to be Fine Aggregate (M Sand) Condition of sample : Satisfactory

Customer's Name & Address - M/s. SSREC, 2™ Floor, Vamsiram Jyothiprime, Lane Behind GVK One Mall,
Road No. 1, Banjara Hills, Hyderabad - 500034.

Laboratory Mark : TSH-240057 identification Plaster Sand
Date of performance of Test : 04.06.2024 t0 07.06.2024 Date of Receipt : 06.05.2024
Tested as per . IS: 2386(Part-VIl)- 1963 Specification £15: 383 - 2016
Sl. No Tests Carried Out ResultsObtained
1 ALKALI AGGREGATE REACTIVITY
a) Reduction in alkalinity : 160.0 Millimoles / litre

of 1 N NaOH {Quantity Rc)
b) Silica dissclved by : 33.0 Millimoles / litre

1 N NaQOH solution {Quantity Sc)

Note: As per IS: 2386 Part VII, the aggregate is innocuous in nature

Conditions:

1 Results given above refer only to the sample supplied.

2 This report is being issued on the specific understanding that NCB will not in any way be
involved in any action following interpretation of the above resuits.

3 This report shall not be reproduced except in full without written approval from NCB.

4 Corresponding requirements in accordance with recognised standards are available from NCB
on specific request.

5 The balance quantity of the tested sample wherever possible shall be retained only for a pericd
of Three months from the date of issue of the Test Certificate.
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Name of Work

GOVERNMENT OF TELANGANA

ROADS AND BUILDINGS DEPARTMENT

TEST RESULTS FOR FINE AGGREGATE(FINE SAND) SAMPLE

Reference

(R&B) Dept.:-Road Research Station-Test Report on Fine and Coarse Sand Sample-Reg.

Lr.No. Nil, Dt: 05-06-2024 (Material and DD received in this office on 05.06.2024)

Enclosure to Letter No. 02/8002/AEE2/MTL/DEE1/JD(R)/2024-25 Dt. 13-06-2024

S.No.

i

Particulars

FINE AGGREGATE (FINE SAND)

Source

'Speciﬁc Gravity
|Water Absorption

Sieve Analysis of Fine aggregate

10mm 100.00
4.75 mm 100.00
 236mm 99.14
1.18mm : 86.98
ébbmic 67.32
S W:;OE)mic Gl 34.03

~ 1somic | 1500
'Buﬁlk bensity Result
‘ Wiioosé'Sandr 1.38
Rodded Sand 3 1.46

' Material Finer than 75

Microns -
1.10%

NOTE:

1)
2)
3)

Test Results

Limits as Per IS Code Is 283-
2016

Recycled Sand
2.40

2.84

Confirming to the limits Grading as per 1S:383-70

Zone-| Zone-Il  Zone-lll Zone-IV
100 . 100 100 100
90-100 90-100  90-100 95-100
60-95 75-100 85-100 95-100
30-70 55-90  75-100 90-100
15-34 35-59  60-79 ' 80-100
5-20 8-30 I 12-40 ' 15-50
0-10 ‘ 0-10 0-10 ] 0-15
Limits
Kg/Litre -
Kg/Litre =
Limits

Max.3% for uncrushed Sand
Max 15% for crushed Sand
Max 12 % for Mixed Sand

The test results furnished above are valid for the samples received and tested in this lab only.

The test results are not valid for evidence in any court of law.
The test results are not the basis for making any payment on the work.

Test Result Page 1 of 1

Al

JOINT DIRECTOR (R&B)
ROAD RESEARCH STATION

* HYDERABAD



